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Subject: Use of Metal Conn
Lumber 
  
Discussion: 
 
Chromated Copper Arsenate (CCA) has
lumber for a number of years.  As of Jan
not allow residential use of CCA treated
and transitioned to other types of treatm
connectors and fasteners than CCA. 
 
The Simpson Strong-tie Company, Inc. u
effects of pressure treated lumber on the
summarized in Simpson Technical Bulle
www.strongtie.com .   
 
The results show that ACQ-D, copper az

oods are twice as corrosive as CCA tre
ore than three times as corrosive as C

  
Recommendation:  
 
Do not use G60 galvanized coatings for 
lumber. 
 
Consult with the connector and fastener
type is required for a particular type of tr
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